CNEUUANbHDIE
BOJ/IOKOHHDIE
CBETOBO/bI

APTUKYN YDF-SM-6/125

Yb-DOPED SM FIBER
NETMPOBAHHbBIE IOHAMMW UTTEPBUA
CTOWKUE K ®OTOMOTEMHEHUIO

YDF-SM-6/125 cepua pa3paboTtaHa aaa paboTbl B 1a3epax U YCUAUTENAX MPU HaKauyKe B CEPALEBUHY.
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XAPAKTEPUCTUKM CBETOBOJA

YDF-SM-6/125

OnameTp cepAueBUHbI, MKM 55+0.7
OunameTp 060/104KN, MKM 125+3
AnepTypa cepaueBuHbl 0.16 £ 0.02
MFD @ 1064 HM, MKM 55+0.5
[NnHa BONHbI OTCEYKU, MKM 09+0.1
Mornoulerue B cepauesuHe (915 Hm), a5/m 150 + 25
MornoweHue B cepauesunHe (976 Hm), ab/m >750+ 130
Cepsble notepu (1150 Hm), AB/km <30

CroliKoCTb K hoTONOTEMHEHMIO

bonee yem B 20 pas ny4ywe no
cpasHeHwuto ¢ Al,05-Si0, Yb-doped fiber

Ldpyrve napameTpbl, BKAOYAA CBETOBOAbI C COXPaHeHUeM MoAApPU3aLLUM AOCTYMHbI MO Tp66OBaHVIIO

FIBER OPTICS CATALOG
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